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Frequency Micrometal 60 #1 Micrometal 60 #2 Curie SF53-200 #1 Curie SF53-200 #2
100K 783.65 788.06 776.00 799.07
120K 782.94 788.23 775.20 798.68
150K 782.00 787.32 774.40 796.99

166.67K 781.70 786.93 774.30 796.72
250K 779.90 785.27 772.60 795.14
300K 779.20 784.72 772.00 794.49
500K 777.90 783.38 772.90 793.45
1M 777.50 783.53 771.60 794.37
 

% change ( 100K -1Mhz) 0.78% 0.57% 0.57% 0.59%
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T50 core size, 6 turns, Inductance vs. Frequency  


